
                                                                      

Unmounted SA data sheet SA--A-5.0-0

 

GaAs chip area standard: 5.0 mm x 5.0 mm

optional: other dimensions on request 

Chip thickness standard: 625 µm 

optional: 100 µm 

Front side AR coated

Back side AR coated

SA chips 5 mm x 5 mm
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