
                                                                      

Unmounted SAM data sheet SAM--A--1.3b-0 for fiber coupling

Batch of 4 SAM chips 1.3 mm x 1.3 mm

GaAs chip area 1.3 mm x 1.3 mm 

Chip thickness 450 µm 

Back side as cut/etched

Front side protection the SAM is protected with a dielectric front layer

Batch of 4 SAM chips 1.3 mm x 1.3 mm with FC/PC connector
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